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UL 2218 Class 4 Impact 

Resistant Test Methods 
 

A steel ball is dropped twice from a height of 20 ft. 

onto the steel panel.  
 

The steel panel must show no evidence of tearing, 

fracturing, cracking, splitting, crazing, rupturing or 

other evidence of opening the roof covering layer. 
 

Legacy Building Supply’s  

metal roofing is rated as Class 4. 
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